
Questions for chapter 7 

1. What methods should be used to grow III-V compounds with Mn concentration up to 

10%? 

2. What is the main factor limiting the ferromagnetic transition temperature? 

3. Is it possible to determine the s,p-d exchange integrals for GaMnAs from excitonic 

splittings? 


